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values are comparable, while the simultaneously obtained PDE values far outperform Si SPADs, for which 1.06 ȝm 
PDE does not exceed 1 – 2%. 

 

  
Fig. 1.  DCR versus PDE at different temperatures



3.  Afterpulsing effects and counting rate limitions 

For applications required high counting rates (>> 1 MHz), a primary limitation of current InP-based SPADs is an 


